
Graphene Oxide  

Diameter 1~5 µm 

Thickness 0.8~1.2 nm 

Single layer ratio  ~99% 

Purity >99% 
 

TEM and SEM of Grapheme Oxide 
 
 

 
 
 
 

AFM of Graphene Oxide 
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IR of Graphene Oxide 
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UV of Graphene Oxide 
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UV of Graphene  
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TG of Graphene Oxide 
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