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Graphene copper wire
AERELESRRCESETRESIE, BSERETE 103~107%IACS,

Graphene copper wire was prepared by low-temperature chemical vapor deposition method,

and the conductivity was increased to 103-107% IACS.

A=kt

%= um 50 102 152 203 600

BSE acs % 105.2 107.1 1045 1044 1035
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500 1500 2500 3500 cm™
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